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 Intertek Testing Services Taiwan Ltd. 
8F., No. 423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C. 

全國公證檢驗股份有限公司 
11492 台北市內湖區瑞光路 423 號 8 樓 

Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2400．6602-2401  
 

 
Applicant: Fantastic Ent.,Co.,Ltd. Date:  Apr 08, 2019 
 8F., No. 75, Sec. 4, 

Nanjing E. Rd., Songshan District, 
Taipei City 105, 
Taiwan, R.O.C. 
  

 

 
Sample Description :  

Seven (7) pieces of submitted sample said to be 80% Polyester 20% Elastane knitted fabric in (A) Feather prints 
(B) Shark prints (C) Into the Woods prints (D) Under the Sea prints (E) Owl and the Pussycat prints (F) Dino 
Pirates prints and (G) Little ducks prints.  
 
Applicant’s Provided Care Instruction/Label : - 

 
Date Received/Date Test Started : Mar 29, 2019 
Standard : - 
Style/Article No. : - 
Order No. : - 
Buyer’s Name  : SPLASH ABOUT INTERNATION LTD.  
Agent’s Name : - 
Brand Name : SPLASH ABOUT  
Ref. : - 
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1 Textiles - Solar UV Protective Properties, Method of Test for Apparel Fabrics As Received (BS EN 13758-
1:2002+A1:2006): 
 
Solar Spectrum Irradiance Used : Noonday, July 3, Sunlight, Albuquerque 
No. Of Scans : 8 
 
The Samples Are Tested In Dry And Relaxation State. 
 
Temperature : 20±2°C 
 
Relative Humidity : 65±2% 
 
 (A)  
The Ultraviolet Protection Factor, UPF:  
 > 50  
   
The Mean UVA Transmittance (315-400 nm):  
 1.36%  
   
The Mean UVB Transmittance (290-315 nm):  
 0.37%  
   
Standard Deviation Of UPF:  
 1.93  
   
Standard Deviation Of UVA:  
 0.02  
   
Standard Deviation Of UVB:  
 0.01  
   
UPF Of Each Specimen:  

1. 162.71  
   

2. 159.48  
   

3. 163.23  
   

4. 162.17  
   

5. 166.56  
   

6. 163.40  
   

7. 163.12  
   

8. 162.68  
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Textiles - Solar UV Protective Properties, Method of Test for Apparel Fabrics As Received (Cont’d) 
 
 (B)  
The Ultraviolet Protection Factor, UPF:  
 > 50  
   
The Mean UVA Transmittance (315-400 nm):  
 0.88%  
   
The Mean UVB Transmittance (290-315 nm):  
 0.10%  
   
Standard Deviation Of UPF:  
 5.61  
   
Standard Deviation Of UVA:  
 0.01  
   
Standard Deviation Of UVB:  
 0.01  
   
UPF Of Each Specimen:  

1. 347.60  
   

2. 350.21  
   

3. 360.44  
   

4. 354.48  
   

5. 363.14  
   

6. 362.25  
   

7. 354.37  
   

8. 354.90  
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Textiles - Solar UV Protective Properties, Method of Test for Apparel Fabrics As Received (Cont’d) 
 
 (C)  
The Ultraviolet Protection Factor, UPF:  
 > 50  
   
The Mean UVA Transmittance (315-400 nm):  
 1.46%  
   
The Mean UVB Transmittance (290-315 nm):  
 0.24%  
   
Standard Deviation Of UPF:  
 1.52  
   
Standard Deviation Of UVA:  
 0.02  
   
Standard Deviation Of UVB:  
 0.01  
   
UPF Of Each Specimen:  

1. 175.43  
   

2. 175.94  
   

3. 176.20  
   

4. 173.13  
   

5. 172.85  
   

6. 177.04  
   

7. 175.90  
   

8. 174.18  
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Textiles - Solar UV Protective Properties, Method of Test for Apparel Fabrics As Received (Cont’d) 
 
 (D)  
The Ultraviolet Protection Factor, UPF:  
 > 50  
   
The Mean UVA Transmittance (315-400 nm):  
 1.43%  
   
The Mean UVB Transmittance (290-315 nm):  
 0.38%  
   
Standard Deviation Of UPF:  
 4.97  
   
Standard Deviation Of UVA:  
 0.04  
   
Standard Deviation Of UVB:  
 0.02  
   
UPF Of Each Specimen:  

1. 138.80  
   

2. 153.36  
   

3. 147.05  
   

4. 152.44  
   

5. 149.56  
   

6. 145.83  
   

7. 146.41  
   

8. 141.76  
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Textiles - Solar UV Protective Properties, Method of Test for Apparel Fabrics As Received (Cont’d) 
 
 (E)  
The Ultraviolet Protection Factor, UPF:  
 > 50  
   
The Mean UVA Transmittance (315-400 nm):  
 1.45%  
   
The Mean UVB Transmittance (290-315 nm):  
 0.32%  
   
Standard Deviation Of UPF:  
 4.53  
   
Standard Deviation Of UVA:  
 0.02  
   
Standard Deviation Of UVB:  
 0.02  
   
UPF Of Each Specimen:  

1. 151.07  
   

2. 152.05  
   

3. 163.65  
   

4. 159.84  
   

5. 153.04  
   

6. 152.61  
   

7. 158.05  
   

8. 158.47  
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Textiles - Solar UV Protective Properties, Method of Test for Apparel Fabrics As Received (Cont’d) 
 
 (F)  
The Ultraviolet Protection Factor, UPF:  
 > 50  
   
The Mean UVA Transmittance (315-400 nm):  
 1.37%  
   
The Mean UVB Transmittance (290-315 nm):  
 0.28%  
   
Standard Deviation Of UPF:  
 0.86  
   
Standard Deviation Of UVA:  
 0.01  
   
Standard Deviation Of UVB:  
 0.01  
   
UPF Of Each Specimen:  

1. 184.93  
   

2. 185.26  
   

3. 183.74  
   

4. 184.99  
   

5. 185.39  
   

6. 183.21  
   

7. 183.78  
   

8. 185.29  
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Textiles - Solar UV Protective Properties, Method of Test for Apparel Fabrics As Received (Cont’d) 
 
 (G)  
The Ultraviolet Protection Factor, UPF:  
 > 50  
   
The Mean UVA Transmittance (315-400 nm):  
 1.18%  
   
The Mean UVB Transmittance (290-315 nm):  
 0.18%  
   
Standard Deviation Of UPF:  
 3.27  
   
Standard Deviation Of UVA:  
 0.01  
   
Standard Deviation Of UVB:  
 0.01  
   
UPF Of Each Specimen:  

1. 241.19  
   

2. 233.37  
   

3. 232.71  
   

4. 230.73  
   

5. 232.53  
   

6. 233.87  
   

7. 231.06  
   

8. 232.83  
   

 

End of Report 
 
Except where explicitly agreed in writing, all work and services performed by Intertek is subject to our standard Terms and Conditions which can be obtained at our website: http://www.intertek-
twn.com/terms/. Intertek's responsibility and liability are limited to the terms and conditions of the agreement. 
  
This report is made solely on the basis of your instructions and / or information and materials supplied by you and provide no warranty on the tested sample(s) be truly representative of the 
sample source. The report is not intended to be a recommendation for any particular course of action, you are responsible for acting as you see fit on the basis of the report results. Intertek is 
under no obligation to refer to or report upon any facts or circumstances which are outside the specific instructions received and accepts no responsibility to any parties whatsoever, following the 
issue of the report, for any matters arising outside the agreed scope of the works. This report does not discharge or release you from your legal obligations and duties to any other person. You 
are the only one authorized to permit copying or distribution of this report (and then only in its entirety). Any such third parties to whom this report may be circulated rely on the content of the 
report solely at their own risk. 
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